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L&i néi du
TCVN 11821-3:2017 hoan toan twong duong véi ISO 21138-3:2007

TCVN 11821-3:2017 do Ban kj thuat Tiéu chudn qudc gia TCVN/TC138
Ong nhira va phy ting dudmg bng, van ding dé van chuyén chét Iéng bién
soan, Téng cuc Tiéu chudn Do lréng Chét lwgng @& nghi, B§ Khoa hoc va
Cdng nghé cdng bd.

Bd TCVN 11821 (ISO 21138), Hé théng éng chét déo thoét nuéc va nuéc
thdi chén ngédm khéng chiu 4p — Hé théng 6ng thanh két cdu bang
poly(vinyl clorua) khéng hoa déo (PVC-U), polypropylen (PP} va polyetyien
(PE) gbm céc tiéu chuén sau:

- TCVN 11821-1:2017 (ISO 21138-1:2007), Phén 1: Yéu céu vét liéu va
tiéu chi tinh n&ng cho dng, phy tung va hé thong;

- TCVN 11821-2:2017 (ISO 21138-2:2007), Phén 2: Ong va phu ting c6
bé mét ngoai nhan, Kiéu A;

- TCVN 11821-3:2017 (1SO 21138-3:2007), Phén 3: Ong va phu tung c6
bé mat ngoai khéng nh3n, Kiéu B.

B TCVN 11821:2017 (ISO 21138:2007) thay thé cho TCVN 9070:2012.
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Hé théng ong chat déo thoat nwéc va nwéc thai chén ngdm
khéng chiu ap - Hé thong éng thanh két ciu bing
poly(vinyi clorua) khéng hoa déo (PVC-U), polypropylen (PP) va
polyetylen (PE) -

Phén 3: Ong va phu tiing cé bé mat ngoai khdng nhan, Kiéu B

Plastics piping systems for non-pressure underground drainage and sewerage — Structured-

wall piping systems of unplasticized poly(vinyl chloride) (PVC-U), polypropylene (PP) and
polyethylene (PE) —
Part 3: Pipes and fittings with non-smooth external surface, Type B

1 Pham vi ap dung

Tigu chudn nay cling véi TCYN 11821-1 (ISO 21138-1) quy dinh cac yau chu cho dng véi bé mét ngoai
khang nhdn (Kiéu B), phy ting va hg théng dng thanh két cdu bang poly(vinyl clorua) khang hoéa déo
(PVC-U), polypropylen (PP) va polyetylen (PE) diing cho hé théng thoat nurérc va nwée thai chén ngim
khéng chju ap.

CHUTHICH 1 Ong, phy tiing va hé théng ng nay 6 thé duoc sir dung dé thoat nuée dwdmng cao tic va nuéc
b& mat.

Tiéu chuén nay &p dung cho cac vat liéu PVC, PP va PE.
CHUTHICH2 Céc vatliéu nhya nhiét déo khac c6 thd dugc bd sung trong phan phy luc.
Tiu chuan ndy quy dinh cic phirong phap thir va cac thong sb thi.

Tiéu chuén nay quy dinh cac kich thudc 6ng va phuy ting, vt liéu, két cdu 6ng, 4 cimg vong danh
nghfa, ddng th&i dua ra cac chi dén vé mau sic.

CHU THICH 3 Tréach nhigm clia ngudi mua hodc ngudi quy dinh phai dwa ra cac lya chon phu hop theo cac
khia canh nay, cé tinh dén cac yéu cau riéng clia ho va cac quy dinh, thyc hanh hoac quy pham 18p dét bét ky co
lién quan cua qubc gia

Clng véi TCVN 11821-1 (ISO 21138-1), tidu chudn nay c6 th& ap dung cho cac ng thanh két chu va
phy tiing bing PVC-U, PP va PE, cho cac méi néi clia chiing va cac méi ndi véi cac bo phén lam béng
chét déo khac ho#c VAt liéu khong phai chat déo, str dung cho hé thdng dng thoat nwdc va nudc thai
chén ngam.
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Tiéu chudn nay cling ap dung dwoc cho cac éng cb thanh két cu va phu tung bang PVC-U, PP va PE
¢6 hodc khong c6 dau nong hop nhat véi mdi ndi giodng cao su cling nhu cac mdi ndi bang phuong
phap nung chay hodc han,

CHU THICH4  Ong, phy ting va céc bd phan khac phii hop véi cac tiéu chuan san phim chét déo bat ky dwoc
vién dén trong Didu 2 cé thé duoc sir dung v&i dng, phy tling phii hop véi tiéu chudn nay, khi chiing phit hop véi
cac yéu chu kich thwée méi ndi duoc néu trong tiéu chudn nay va TCVN 11821-2 (ISO 21138-2) va cac yéu clu
tinh néng dwgc néu trong Diéu 10.

CHOTHICH5  Déi véi bng co dudng kinh Ién hon DN/OD 1200, hodc DN/ID 1200, tiéu chuan nay cé thé dwgc

st dung nhu mdt huding dn chung v& ngoai quan, mau séc, dac tinh vat Iy va co hoe cling nhur cac yéu céu tinh
nang.

Cac phuong phap thir khéng dwgce néu trong tiéu chudn nay.

2 Tailigu vién dan

Céc tai ligu vién dén sau rat can thiét cho viéc ap dunig tiéu chudn nay. Déi v&i cac tai lidu vién din ghi

nam cong b thl 4p dyng ban dugc néu. Do voi cac tai fiéu vién din khéng ghi ndm cong bd thi &p
dyng phién ban m&i nhét, bao gdm ca cac stra déi.

TCVN 4501-2:2009 (ISO 527-2:1993), Chét déo — Xéc dinh tinh chéat kéo — Phén 2: Bidu kién thir doi
véi chét déo duc va dan.

TCVN 6039-1 (ISO 1183-1), Chét déo — Xac dinh khéi luvong riéng ctlla chit déo khong xbp — Phén 1:
Phuong phap ngam, phuong phép picnomet Idng va phurong phép chuén dé.

TCVN 6144 (1SO 3127), Ong nhya nhiét déo — Xéc dinh do bén va dap bén ngodi— Phuong phép vong
tudn hoan.

TCVN 6145 (ISO 3126), H¢ thong éng chét déo — Céc chi tiét bing chét déo — Xac djnh kich thuée.

TCVN 6147-1 (ISO 2507-1), Ong va phy tung nhiwa nhiét déo — Nhiét @6 héa mém Vicat — Phén 1:
Phuong phép thir chung.

TCVN 6147-2 (ISO 2507-2), Ong va phy ting nhya nhiét déo — Nhiét do héa mém Vicat — Phan 2: Diéu
kign thir d6i v6i éng va phy ting PVC khéng hoé déo (PVC-U), PVC clo hoa (PVC-C) va PVC chju va
dap cao (PVC-HI).

TCVN 6148 (I1SO 2505), f)ng nhira nhiét déo — Sir thay dbi kich thuéc theo chidu doc — Phuong phép
va théng sé thiy.

TCVN 6149-1 (1ISO 1167-1), Ong, phy ting va hé théng phu tung bang nhya nhiét déo ding dé vén
chuyén chét Iéng — X4c dinh do bén voi &p suét bén trong — Phén 1: Phuong phép thir chung.

TCVN 6149-2 (ISO 1167-2), Ong, phu ting va hé théng phu ting bing nhya nhiét déo ding dé vén
chuyén chét Idng — X4c dinh d bén v6i dp suét bén trong — Phan 2: Chuén bj mau thir.
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TCVN 6242:2011 (ISO 580:2005), Hé théng duong dng va éng béng chét déo — Phy tong bdng nhua
nhiét déo dang ép phun — Phuong phép danh gié ngoai quan énh hudng cua gia nhiét.

TCVN 7306 (ISO 9852), Ong polyvinyi clorua khéng héa déo (PVC-U) - B6 bén chiu diclometan & nhiét
d quy dinh (DCMT) - Phuong phép thir.

TCVN 8849 (ISO 9967), Ong bang nhya nhiét déo — Xac dinh ty sb dé réo.
TCVN 8850 (ISO 9969), Ong bdng nhwa nhiét déo — Xéc dinh db cting vong.

TCVN 11821-1 (ISO 21138-1), H8 thdng éng chét déo thoét nuoc va nudc thai chén ngdm khéng chiu
&p — Hé théng 6ng thanh két cdu bang poly(vinyl clorua) khéng hoé déo (PVC-U), polypropylen (PP) va
poiyetylen (PE) - Phan 1: Yéu céu vét liéu va tiéu chi tinh ndng cho 6ng, phu ting va hé théng.

TCVN 11821-2 (ISO 21138-2), H¢ théng 6ng chét déo thot nube va nubc thdi chén ngdm khong chiu
&p — Hé thdng 6ng thanh két cau bang poly(vinyl clorua) khéng hoa déo (PVC-U), polypropylen (PP) va
polyetylen (PE) — Phén 2: Ong va phu ting c¢6 bé mat ngoai nhdn, Kiéu A.

ISO 178, Plastics — Determination of flexural properties (Chat d&o — Xéc dinh cac tinh chét ubn).

ISO 306:1994, Plastics — Thermoplastic materials — Determination of Vicat softening temperature (VST)
(Chét déo — Céc vat ligu nhiét déo — X4c dinh nhiét do héa mém Vicat (VST)).

ISC 1133:2005, Plastics — Determination of the melt mass-flow rate (MFR) and the melt volume-flow
rate (MVR) of thermoplastics (Chét déo — Xac dinh téc dd néng chay khéi lgng (MFR) va téc do nong
chay thé tich (MVR) cta nhya nhiét déo).

ISO 3451-1:1997, Plastics — Determination of ash — Part 1: General methods (Chét déo — X4c djnh @6
tro — Phan 1: Phwong phap chung).

1ISO 4435:2003, Plastics piping systems for non-pressure underground drainage and sewerage —
Unplasticized poly(vinyl chioride) (PVC-U) (Hé théng 6ng chét déo thoat nudc va nwdc thai chén ngim
khang chju 4p — Poly(vinyl clorua) khéng héa déo (PVC-U)).

ISO 8772:2006, Plastics piping systems for non-pressure underground drainage and sewarage —
Polyethylene (H& thong 6ng chét déo thoat nwdc va nudc thai chdn nghm khdng chiu 4p — Polyetylen
(PE).

ISO 8773:2006, Plastics piping systems for non-pressure underground drainage and sewarage —
Polypropylene (H& théng éng chét déo thoat nuwéc va nudc thai chén ngdm khéng chiu &p -
Polypropylen {PP).

I1SO 11173:1994, Thermoplastics pipes — Determination of resistance to external blows (Ong nhya
nhiét déo — X4c dinh dd bén véi va dap ngoai — Phirong phap béc thang).

SO 11357-6, Plastics — Differential scanning calorimetry (DSC) — Part 6. Determination of oxidation
induction time (isothermal OIT) and oxidation induction temperature (dynamic OIT) (Chét déo — Phan
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tich nhiét leong quét vi sai (DSC) — Phan 6: Xac dinh thoi gian cam (ng oxy héa (OIT ding nhiét) va
nhiét d§ cam (rng oxy héa (OIT déng hoc))

ISO 12091, Structured-wall thermoplastics pipes — Oven test (Ong nhwra nhiét déo thanh két cdu — Thiv
bang t sdy).

ISO 13967, Thermoplastics fittings — Determination of ring stiffness (Phu ting nhya nhiét déo — Xac
dinh d§ cdmg vong).

ISO 22088-3, Plastics — Determination of resistance to environmental stress cracking (ESC) — Part 3.
Bent strip method (ChAt déo — Xac dinh do bén nit do ng suét mai tridng (ESC) — Phén 3: Phuong
phéap dai uén).

EN 681-1, Elastomeric seals — Materials requirements for pipe joint seals used in water and drainage
applications — Part 1: Vulcanized rubber (Gioing dan hdi — Y&u cau vat liéu dé 1am kin mdi néi éng
duoc s dung cho nuwéc va nwde thai — Phan 1: Cao su lwu héa).

EN 681-2, Elastomeric seals — Materials requirements for pipe joint seals used in water and drainage
applications — Part 2: Thermoplastic elastomers (Giodng dan hdi — Yéu céu vét liéu dé [am kin méi ndi
bng dwgc st dung cho nwrdc va nwée thai — Phan 2: Nhia nhiét déo dan hdi).

EN 681-4, Elastomeric seals — Materials requirements for pipe joint seals used in water and drainage
applications — Part 4: Cast polyurethane sealing elements (Giodng dan hdi — Yéu cau vt liéu dé lam
kin méi néi dng dwgrc st dung cho nwdc va nwére thai — Phan 4: Vong dém bang polyuretan duc).

EN 922, Plastics piping and ducting systems - Pipes and fittings of unplasticized poly(viny! chloride)
(PVC-U) — Specimen preparation for determination of the viscosity number and calculation of the
K-value (Hé thong dwong dng va éng béang chit déo — Ong va phu ting poly(vinyl clorua) khéng hoa
déo (PVC-U) — Chuén bj mau dé xac dinh chi s& do nhét va tinh toan gia trj K).

EN 1053, Plastics piping systems — Thermoplastics piping systems for non-pressure applications — Test
method for watertightness (Hé théng éng chat déo — Hé théng éng nhira nhiét déo khdng chiu ap —
Phwong phap thir @6 kin nwdc).

EN 1277:2003, Plastics piping systems — Thermoplastics piping systems for buried non-pressure
applications — Test method for leaktightness of elastomeric sealing ring type joints (H& théng éng chét
déo — Hé théng dng nhira nhiét déo chdn ngdm khdng chiu ap — Phurong phap thee dd rd i ciia méi ndi
giodng dan héi).

EN 14372002, Plastics piping systems — Piping systems for underground drainage and sewerage —
Test method for resistance to combined temperature cycling and external loading (Hé thdng 6ng chét
déo — Hé théng éng @8 thoat nurere va nwoc thai chon ngdm — Phuong phap thir d6 bén voi si két hop
chu ky nhiét d9 va tai trong ngoai).

EN 1446, Plastics piping and ducting systems — Thermoplastics pipes — Determination of ring flexibility
(Gng va hé théng duong éng bang chét déo — Ong nhyra nhiét déo — Xéc dinh 4o ubn vong).

8
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EN 1905, Plastics piping systems — Unplasticized poly(vinyl chloride) (PVC-U) pipes, fittings and
material — Method for assessment of the PVC content based on total chlorine content (H& thng 6ng
béng chat ddo — Ong, phy ting va vét liéu bang polyvinyl clorua khéng héa déo (PVC-U) — Phuong
phép danh gia ham lugng PVC dya trén ham luong clo thng sé).

EN 1979, Plastics piping and ducting systems — Thermoplastics spirally-formed structured-wall pipes —
Determination of the tensile strength of a seam (Ong va hé théng dwdng éng béing chét déo — Ong
nhiya nhiét déo thanh két cdu kidu gan xoén — Xéc dinh a9 bén kéo dwong han).

EN 10204:2004, Metallic products — Types of inspection documents (Cac san phAm kim loai — C4c loai
tai liéu kiém tra).

EN 12061, Plastics piping systems — Thermoplastics fittings — Test method for impact resistance (H&
théng dwirng ng béing chét déo — Phuy tling nhya nhiét déo — Phwong phap thir 48 bén va dap).

EN 12099, Plasitcs piping systems — Polyethylene piping materials and components — Determination of
volatile content (H& théng 6ng biing chat déo — Vit ligu va thanh phan éng polyetylen — Xac dinh ham
Irgng chét bay hoi).

EN 12258, Plastics piping systems — Thermoplastics fittings — Test method for mechanical strength or
flexibility of fabricated fittings (Hé théng dudng dng bang chat déo — Phy tiing nhya nhiét déo —
Phuwong phép thlr 6 bén co hoc hodc d bén udn cla phu ting gia cong).

EN 14741, Thermoplastics piping and ducting systems — Joints for buried non-pressure applications —
Tets method for the long-term sealing performance of joints with elastomeric seals by estimating the
sealing pressure (Ong va hé théng éng biing chat déo — Mbi ndi chén ngim khang chiu ap — Phurong
phap kiém tra tinh nang Iam kin dai han clia méi ndi co giodng dan hdi biing cach woc lwong ap subt
lam kin).

EN 15344, Plastics — Recycled plastics — Charactersation of polyethylene (PE) recyclates (Chét déo -
Chét déo tai ché — Xac dijnh dic tinh ctia polyetylen (PE) tai ché).

EN 15345, Plastics — Recycled plastics — Charactersation of polypropylene (PP) recyclates Chét déo -
Chét d&o tai ché — Xac dinh déic tinh clia polypropylen (PP) tai ché.

EN 15348, Plastics — Recycled plastics — Charactersation of poly (vinyl chloride) (PVC) recyclates Chét
déo - Chét déo tai ché — Xac dinh d3c tinh cta polyvinyl clorua (PVC) tai ché.

3 Thuat ngi¥, dinh nghia, ky hiéu va thuat ngip viét tat

Trong tiéu chudn nay ap dung cac thuat ngl, djnh nghta, ky hiéu va thuét ngtr viét tit sau.

3.1 Thuét nglr va dinh nghia
Tiéu chudn nay ap dung cac thuét ngl va dinh nghia dwroc néu trong 1ISO 21138-1.
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3.2 Ky hiéu
A Chiéu dai két ndi, hosc khoang rut ra toi da ma van duy tri do kin
D Puwong kinh trong d4u nong

Dim, min Buwéng kinh trong trung binh nhd nhét clia dau nong
de Budng kinh ngoai

om Budng kinh ngoai trung binh

di Bwing kinh trong

i Buwing kinh trong trung binh

e D day thanh (tai didm bat ky )

e Chiéu cao két chu

e D6 day thanh cla dAu nong

e D§ day thanh cla rénh

e D day thanh I¢p bén trong (d9 day thanh dan nwéc)
85 D0 day thanh 1ép bén trong dwéi hdp gan réng

F Khodng cach tir dAu khéng nong 16 vj tri diém 1am kin hidu dung
! Chiéu dai higu dyng cta éng

L1, i Chiéu dai téi thidu clia dAu khdng nong

33 Thuat ngir viét tat
CaCO;  Canxi cacbonat

CT Dung sai gan

DN Kich thwée danh nghta

DN/ID Kich thwde danh nghta lién quan dén duéng kinh trong
DN/OD  Kich thwdc danh nghta lién quan dén dudng kinh ngoai
ID Puirng kinh trong

MgCOs  Magié cacbonat

MFR Téc dd nong chay khdi luong

oD Pudng kinh ngoai

oIr Thei gian cam trng oxy héa

PE Polyetylen

PP F'olypropylen-

"‘PVC-U  Poly(vinyl clorua) khéng hda déo
S Day 6ng S

SDR Ty I8 kich thwéc chudn

SN Bd clrng vong danh nghta

TR Ty |é va dép thyc

TPE Nhura nhigt déo dan hdi

VST Nhigt d5 hda mém Vicat

10
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4 Viatliéu
4.1  Quy djnh chung

Vét ligu phai 13 mét trong céc loai chit déo sau day: poly(vinyl clorua) khéng héa déo (PVC-U),
polypropylen (PP) hoac polyetylen (PE), co thé cho thém cac chét phy gia can thiét d& tao thusn loi cho
qua trinh s&n xuét cac san pham phl hop véi tiéu chudn nay, gbm ca cac phy lyc trrong tng.

Ong xoén Kiéu B ¢6 thd bao gém mét thanh d& (xem Hinh 1) duwroc 1am ti cac polyme khong phai
PVC-U, PP hoéc PE.

Két cau ctia 6ng xoén c6 thé bao gdm mot bd phan lam kin dan hdi lién tyc bing vat lidu phii hop voi
EN 681-1, EN 681-2 ho3c EN 681-4 hodc keo dan lién tuc phit hgrp vai 4.8,

NLIER

i ) EW
) il
B 2 P, S o P T S Al Al

by

ey

&

ot i A
v 119 ZI. A
“‘ lwﬂ.f/m;%’,mzﬁ//é

CHU DAN

1  Thanh d&

Hinh 1 — Cac vi du dién hinh ciia két ciu thanh Kiéu B
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4.2  Poly(vinyl clorua) khéng héa déo (PVC-U)
421 Quy dinh chung

Vét liéu thé phdi 18 PVC-U dwgce bd sung thém cac chét phy gia can thiét dé tao thuén lgi cho qua trinh
san xuét cac san pham phi hop véi cac yéu cau cla tiéu chudn nay (xem Phu lyc A).

CHU THICH  Théng tin b sung vé déc tinh ca vat lidu PVC-U ho3c c4c thanh phan 1am ra né dugc néu trong
TCVN 11821-1 (ISO 21138-1), Phy luc A.

4.2.2 Dic tinh vét liéu 6ng va phuy ting

Khi thir theo cac phwong phép thi dwgc quy dinh trong Bang 1, st dung cac théng sé dugc dwa ra,
vat liéu phai cé céc dac tinh phi hop véi cac yéu cau dugc néu trong Bang 1.

Béang 1 - Dic tinh vat liéu cda éng va phu ting duc phun PVC-U

Péc tinh Yéu cau Théng sé thir Phwong phap thir
DAu bit Loai AhoacB
Huwéng T do
By bén véi |Khdng bj phé [SE Trong mau thir 3 TCVN 6149-1 (ISO 1167-1)
&p suét ben |hity trong qud [NRiBt a0 thr 609C TCVN 6149-2 (ISO 1167-2)
trong 2® trinh ther Ung suat vong ddi voi:
- Vit liéu bng 10 Mpa

- Véat liéu phy tung 6,3 Mpa
Thoi gian diéu hda mau [Phi hep véi TCVN 6149-1

(ISO 1167-1)
Kiéu thi Nwdc trong nudrc
Thi gian thir 1000 h

a

Boi véi cac hep chat (compound) dun, phép thir ndy phéi dwec thec hién véi dng thanh déc duwgc 1am tir vat
ligu dun twong (ng.
Béi véi cac hop chit (compound) dtic phun, phép thie nay phai dugc thye hign véi mét méu dic phun hosc
dun & dang éng thanh déc dugc 1am tir vat liéu twong (ng.

b

4.2.3 S dung vat lidu khdng nguyén sinh

Céc diéu kién va yéu cu khi st dung vét liéu PVC-U khdng nguyén sinh dwec néu ra trong Phy lyc B,
va PVC tai ché phai phi hop véi cac dic tinh dwoc quy dinh trong EN 153486.

CHUTHICH  Phylyc G dua ra khéo sat vé kha nang st dung céc vAt liéu tal ché va gia cong lai.

12
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Polypropylen (PP)

431 Quy dinh chung

TCVN 11821-3:2017

Hop chét (compound) cho dng va phy tling phai 14 vat liéu nén PP, c6 thé bd sung thém c4c chét phy

gia can thiét tao thuan Igi cho qua trinh san xuét san pham phi hop voi cac yéu cu trong tiéu chudn
nay. Xem thém Phy luc C.

CHU THICH  Théng tin bb sung vé& dic tinh cla vat ligu PP hodc cac thanh phan lam ra né dwoc néu trong Phy
luc A ctia TCVN 11821-1 (ISO 21138-1).

4.3.2 C4c dic tinh vat ligu ong va phy ting

Khi thir theo cac phuong phap thir duge quy dinh trong Bang 2, str dung cac théng s dugc dua ra,
vét ligu phai c6 cac ddc tinh phit hep véi cic yéu cdu dwoc néu trong Bang 2.

Bang 2 — Pic tinh vt liéu ctia dng va phu ting dic phun PP

Déc tinh Yéu cau Théng so thiy Phwong phép thir
; Pau bit Loai A hoéc B
B§ ben vai Khﬁl‘lg bj phé ht‘ly Nhiét do thie 80 °C i
5p subt bén _|trong qué trinh tdo TCVN 6149-1 (ISO 1167-1)
trong thtr Hudng Ty do TCVN 6149-2 (ISO 1167-2
140 h 204 S6 lvgng miuthly |3
(Png suét vong 42 MPa
Thei gian didu hda | Theo TCVN 6149-1
méu (ISO 1167-1)
Kidu thir Nudre trong nurére
Thei gian thir 140 h
_ Bau bit Loai A hodcB
Dobdnvél  |Khdng bj ph4 hiy |Nhigt o thir 95°C TCVN 6149-1 (1SO 1167-1)
ap suét bén |trong qua trinh Hueéng Tuts
tong - thi S6 lrong miuth |3 TCVN 6149-2 (ISO 1167-2
abd . 2,
1000k Ung suat vong 2,5MPa
Thei gian diéu hda | Theo TCVN 6149-1
méau (ISO 1167-1)
Loai thir nghigm Nurdre trong nuée
Thi gian th 1000 h
Téc d6 néng |< 1,5 /10 min Nhiét do 230°C 1SO 1133
chay khéi Khéi lvong d3ttai (2,16 kg Pidu kign M
Igng
On dinh nhiét|> 8 min Nhiét db 200°C 1SO 11357-6
oIT®
¢ Doi voi cac hgp chat (compound) dun, phép thir ndy phai dugc thyce hién véi ong thanh dac dwoc lam t
vat ligu dun tuong (ng.
b Pbivéi cac hop chét (compound) dc phun, phép thiv nay phai dugc thye hién véi mét mau dic phun
hoéc dun & dang 6ng thanh d4c dugc [am tir vat lidu twong tng.
¢ Yéu chu nay chi cé gia tri d6i voi céc bng va phy ting dwoc ndi ngoai cong truérng béng phuong phép
nung chay hoac han.
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4.3.3 Phén loal theo téc dd néng chay khéi lwong

V4t liu cho dng va phy tiing duoc ding dé néi bang phurong phdp nung chdy hodc han phai dwgc chi
rd béi loai theo MFR nhu sau:

- Loai A: MFR < 0,3 g/10 min

- Lo2iB: 0,3 g/10 min < MFR < 0,6 g/10 min

- Loai C: 0,6 /10 min < MFR < 0,9 g/10 min

- Loai D: 0,9 g/10 min < MFR < 1,5 g/10 min ;

Trong trirong hop mét vat liéu thé do dung sai MFR clia nd ma gia tri MFR béing gi4 trj bién cla hai
phan logi lién nhau thi nha san xu4t vat ligu c6 thé phan loai theo MFR trén san pham nhu sau:

- D6ivéi gia tri MRF vt qua giti han gitra A va B thi cho phép phan loai 12 loai A.

- DG6i vdi gid tri MRF vugt qua gi6i han gitva B va C thi cho phép phén loai la loai C.

- Dbivéi gia tri MRF vuot qua gidi han gitka C va D thi dwoce phép phan loai I3 lop D.

4.3.4 Sir dyng vt lidu khong nguyén sinh

Céc didu kign va yéu chu dbi voi viéc st dyng vat lisu PP khong nguyén sinh dugc néu trong Phy
luc D, va PP tai ché phai phi hgp véi cac diic tinh dwgc quy dinh trong EN 15345,

CHU THICH  Phy lyc G dura ra khio sat vé kha nang st dung cac vat liu tai ché va gia cong lai.

4.4 Polyethylen (PE)

4.4.1 Quy dinh chung

Véat ligu nén phai ia polyetylen (PE) dwgc bd sung thém cac chét phy gia cin thiét dé tao thuan Igi cho
qué trinh s&n xuét cac s&n pham phi hep véi tigu chudn nay. Xem Phy luc E.

CHU THICH  Théng tin bd sung vé dc tinh clia vat liéu PE hodc cc thanh phan 1am ra né dwgc néu trong Phy
lyc A clia TCVN 11821-1 (ISO 21138-1).
4.4.2 Dijc tinh vit li§u cta dng va phy tang dic phun

Khi thir theo phwong phap thik dwgc quy dinh trong Bang 3, s dung ¢ac théng sb dwgc dwa ra, vat
liéu phai cé céc dac tinh phi hgp véi cac yéu cAu néu trong Bang 3.

4.4.3 Dc tinh vat liéu cda phu tung dac quay

Khi thir theo phwong phap thir dugc quy dinh trong Bang 4, st dung cac théng sé dwoc dwa ra, vat
liéu phai c6 cac dic tinh phi hop véi cace yéu cAu dwoc néu trong Bang 4.

4.4.4 Sir dyng nguyen liéu khong nguyén sinh
Céc didu kién va yéu clu ddi voi viéc sir dung vat lidu PE khéng nguyén sinh dugc ndu trong Phu
lyc F, va PE tai ché phai phli hop véi cac déc tinh dwoc quy dinh trong EN 15344,

CHUTHICH  Phy lyc G dua ra khao sat vé kha néng st dyung cac vat ligu tai ché va gia cong lai.
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Bang 3 - Dic tinh vat ligu ctia 6ng va phuy tiing dic phun PE

han.

rng.

Dic tinh Yéu cdu Théng s6 thee Phwong phap thir
DAu bit Loai A hogc B
— P : < -
it sl e T NN R TCVN 6149-1 (iSO 1167-1)
psuatbén | hiy trong qué Huéng Tw do
trong & trinh thie S5 luqng_méu the |3 TCVN 6149-2 (I1SO 1167-2
165K Ung sudtvong 14,0 MPa
Thoi gian diéu hoa | Theo TCVN 6149-1
méau (ISO 1167-1)
Kidu ther Nuwéc trong nwéc
Thi gian thir 165 h
) Dau bit Loai A ho3c B
B ben véi Khéng bi pha Bt d6 this D
4psubtbén | hly trong qua ﬁ:izr'ngo - 'IB'?P cti:o TCVN 81481 (150 1167-1)
rong 1000 h | trinh thir S8 lrong mbathir |3 TCVN 6149-2 (ISO 1167-2
| Ung suat vong 2,8 MPa
Thoi gian diéu hoa | Theo TCVN 6148-1
mau (ISO 1167-1)
Kiéu ther Nuwéc trong nudc
Thoi gian thir 1000 h
Toéc dg néng | < 1,6 g/10 min | Nhigt dd 190°C 1SO 1133
chdy khéi Tai trong 5kg Didu kién T
lvong
n dinh 2 20 min Nhigt 46 200°C 1SO 11357-6
nhigt
oIT*
Khdi wong > 930 kg/m® [ Tuén theo TCVN 6039-1 (ISO 1183-1) TCVN 6039-1 (ISO 1183-1)
rigng chuén '
]

Déi voi cac hgp chét (compound) dln, phép thir nay phai dwgc thie hién véi dng thanh dac dugc lam
tir vat ligu dun tuo
B4l voi cac hop chét (compound) d0c phun, phép thir ndy phai durarc thye hign véi mét mau dic phun
hodc dun & dang éng thanh déc dwgc 1am tir vat ligu twong ing.
¢ Yéu clu nay chl ¢ gi4 trj ddi vé&i céc bng va phu tiing diing d& néi bang phwong phap nung chdy hodc
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Bang 4 — Pac tinh vat liéu cha phy ting PE dic quay

Dic tinh Yéu ciu Théng sé thiv PRI phap
D& bén véi ap | Khong b pha hily |Bau bit Loai A hodc B B
suat bén trong lrc:ng qua trinh Hudng Ty do TCVN 6149-1 (1SO 1167-1)
i thir Nngtdgthe  |60°C
S8 lwong mau ther |3 TCVN 6149-2 (ISO 1167-2
Ungsuatvang |39 MPa

Thoi gian diéu héa | Theo TCVN 6149-1
méu (150 1167-1)
Kiéu thir Nude trong nwére
Théi gian thir 165 h
D3 bén véi ap Khéng bj pha hiy |Bau bit Loai A hodc B
sudt bén trong | trong qua trinh  [izéng Ty do TCVN 61491 (ISO 1167-1)
1000 h thir Nhigt d6 ther 60°C
S0 lgng mau thir | 3 TCVN 6149-2 (ISO 1167-2
Ung suat vong 3,2 MPa
Théi gian dieu hda |Theo TCVN 6149-1
méu (1SO 1167-1)
Kiéu thip Nuéc trong nwée
Thei gian thi 1000 h
Tdc a3 nong 3 gM0min SMFR | Nhiét d§ 190 °C 1ISO 1133
chay khoi s 16 /10 min Khéi lugng dat ti | 5 kg Pidukien T
lvong _
On dinh nhigt | > 10 min Nhigt do 200°C ISO 11357-6
oIT
Khoi lugng > 925 kg/m? Nhiét d§ (23x2)°C TCVN 6039-1 (ISO 1183-1)
riéng chudn

*  Phép thir nay phai dwgc thyre hién véi mdt mau dic phun hodic dUn & dang dng thanh cirng dugc 1am tr
Lvat ligu thich hgp.

4.5 Cac chi tiét gilr giodng 1am kin

Cho phép sir dyng cac chi tiét d& git giodng 1am kin duwgc 1am tir cac polyme bAt ky.

4.6 Gioang lam kin

Vét lidu clia gioang lam Kin can phai dap (rng theo EN 681-1, EN 681-2 hoic EN 681-4.

Gio#ing 1am kin khéng diwrqc gay ra cic hiéu tng bét Igi dén tinh chét clia chi tiét git n6 va khang dwgc

lam cho t hop thir khéng dap tng c4c y8u cAu tinh néng néu trong Bidu 10.

4.7 M6I ndi nung chay hodc han

Thiét ké clia cac méi néi nung chy hodc han theo huéng dan ciia nha sén xult dugc sir dung @& ndi

khéng dugc [am cho td hop this khong dap (ng cac yéu cdu tinh niing néu frong Didu 10.

4.8 Chéitkét dinh cho PVC-U

Chét két dinh diing cho méi ndi bng keo dung mdi cho PVC-U phai 13 loai keo dung mdi va phai theo

quy dinh ctia nha s&n xuét 6ng hodc phuy ting.
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Chat két dinh khéng dugc gay ra cac higu (g bét lgi dén tinh chat cta chi tiét gitr nd va khdng dugc
lam cho 16 hop thir khéng dap (rng cac yéu cau tinh nang néu trong Biéu 10.

5  Tén goi theo két cau thanh 6ng va vi du vé cac phwong phap néi dién hinh

CHU THICH  Céc hinh anh nay chl 13 ban v& phac hoa d& nhan biét cac kich thwéc lién quan. Ching khong
nhét thiét thé hién cac chi tiét dugc san xuat,

5.1 Két cau thanh éng Kiéu B
5.1.1 Két cdu gan hodc gon séng

Ong hosc phy ting c6 mat bén trong nhén va mit ngoai déc, xodn rang hodc gan hinh khuyén dwoc
goi la Kiéu B.

VI dy dién hinh cho c4c két chu Kiéu B dwoc néu trong Hinh 1.
5.1.2 Céac phwrong phép néi dién hinh cho dng thanh két cau Kiéu B

Céc kich thudc ndl twong (ng vdi két cau ndi dién hinh Kiéu B dugc thé hién trong Hinh 2 va Hinh 3.

Hinh 2 - Vi dy dién hinh cho cac méi néi gioang lam kin dan hdi v&l gioing lam kin
dwere dit bén ngoai ddu khéng nong, Kiéu B

Hinh 3 — Vi du dién hinh cho méi néi giodng lam kin dan hdi v&i giodng lam kin
dwec dat trong dau nong, Kiéu B
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5.2 Tén goi va thiét ké ctia mdl ndi

Ong va phy tiing ¢ thé dwoec thiét ké cling véi dau khdng nong va du nong o6 két chu khac voi than
cla dng hodc phy ting. Két cAu nhu vy co thé 13 Kiéu A1, Kidu A2 hodc Kidu B hodc tron dic. Bbi voi
cac dinh nghia va quy dinh cho éng Kidu A1 va A2, xem TCVN 11821-2 (ISO 21138-2).

CHU THICH  Cac méi néi c6 gioang lam kin dan hdi dwgc thiét ké dé I4p bén ngodi ddu khéng nong (xem
Hinh 2) ho#c trong d4u nong (xem Hinh 3).

6  Dic tinh chung ctia dng va phu ting — Mau sic

Mau séc dugc quy dinh trong TCVN 11821-1 (ISO 21138-1).

7 Ddc tinh hinh hoc

7.1 Quy dinh chung

Tt ca cac kich thude duge xac dinh theo TCVN 6145 (ISO 3126).
7.2 Kich thuwoc

7.2.1 Tén goi

Ong v& phy tung dugc dinh ¢ hodic theo dwirng kinh ngoai (day DN/OD) va/hodc theo dudng kinh
trong (day DN/ID).

Kich thwée méi ndi diu khong nong tron ctia éng va phy tiing Kiéu B (DN/OD) phii hgp véi ISO 4435,
ISO 8772 ho#c ISO 8773 twong tng cho PVC-U, PP va PE, va d. Ién hon dAu khéng nong, dwgc phép
goi tén theo kich thurére dAu khang nong.

7.2.2 Chiéu dai ciia 6ng

Chiéu dai lam viéc cita bng, I, khdng durge ngén hon chidu dai quy dinh bdi nha san xuét khi dwge do
nhw theo Hinh 2 vafhodc Hinh 3.

7.2.3 Bwdng kinh dng va du khéng nong ciia dng hodc phy tiing Kiéu B

Kich thudc danh nghta va dwéng kinh trong trung binh nhé nhét déi véi cac day DN/OD va DN/ID
dwgc quy dinh trong Bang 5.

Céc kich thuwdc danh nghfa khac véi cac gia tri dwge néu trong Bang 5, kich thuéc 16n hon DN/ID 100
va DN/OD 110 va nhé hon DN/OD va DN/ID 1200 dugc phép st dung.

CHUTHICH  Tét nhét nén chon tir TCVN 6150-1 (ISO 161-1).

Déi véi cac DN/OD va DN/ID khéng dugc quy dinh trong Bang 5, dwdng kinh trong nhéd nhat, dim, min,
phai dugc ni suy tuyén tinh ti cac gi4 tri li8n k& dwoc quy dinh trong Bang 5.
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Bang § - Kich thwéc danh nghia, dwéng kinh trong trung binh nhé nhat,

d% day I&p bén trong va chiéu dai ddu nong

Pwong kinh D§ day thanh nho nhat |DAu nong®
Day DN/OD Day DN/ID
PVC-U® | PP/PE®®
DN/CD Gim.min dim,min DN/ID dim,min €4,min €5,min Ann |
110 a7 90 100 95 1,0 1,0 32
125 107 105 151 1,0 35
125 120 1,2 1,0 38
160 135 134 1,2 1,0 42
150 145 1.3 1,0 43
200 172 167 14 1.1 50
200 195 1,5 1.1 54
250 216 209 225 220 1,7 1.4 55
250 245 1,8 1,5 59
315 270 263 1,9 1,6 62
300 294 2,0 1,7 64
400 340 335 23 2,0 70
s 400 392 25 23 74
500 432 418 28 28 80
500 490 3,0 3,0 85
639 540 527 3.3 33 93
600 588 35 35 96
800 680 669 4,1 4.1 110
800 785 4,5 4,5 118
1000 864 837 5,0 5,0 130
1000 985 5,0 5,0 140
1200 1037 1005 5,0 5,0 150
1200 1185 5,0 50 162

@ Péivéilga chon c4c yéu cAu Amn cho d3u nong, tham khao theo két cAu va vat liéu éng. Déi voi
8ng dai hon 6 m, khuyén khich san xut Amn ¢4 gi trj {én hon quy dinh trong bang nay.

®  Pudng kinh bén trong thyc té clia dng phu thudc vao vat liéu, két cAu va dd cirng. N6 c6 thé Ion
hon déng ké so véi gia tri nhd nhél dugc quy dinh trong bang nay. B4 biét them thong tin tham khao
c4c tai lisu clia nha san xuét,

©  Buong kinh trong trung' binh nhd nhét, dimmin cla phu ting khdng dugc nhd hon 98 % dwéng
kinh trong trung binh nhd nhat duge quy dinh clia 6ng ma né dugc thiét ké hoac phi hep véi bang
nay, tuy theo gia ti nao lén hon.

Céc kich thwérc tinh bang milimét
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Ong va d4u khdng nong day DN/OD dy dinh ¢ cac kich thudc ndi gibng nhw dng va/hosic phy tung
tuén theo ISO 4435, ISO 8772 hoac ISO 8773 tuwong (rng vai vat liéu PVC, PP hodc PE, phai phu hop
Vi c4c tai ligu bét ky cd lién quan dén duéng kinh ngoai va dung sai clia d4u khéng nong.

D6i voi 6ng va phy ting khdng dy dinh cd cac kich thudc ndi gibng nhw dng vashosc phy ting tuan
theo I1SO 4435, I1SO 8772 hoac ISO 8773 twong tng voi vat liéu PVC, PP hodc PE, dung sai dwéng
kinh ngoai clia 6ng va dau khdng nong béng:

deom, min 2 0,994 x de
o, max < 1,003 X d,

trong dé d, hodic bang kich thwéc danh nghfa clia dng DN/OD hodc béng dwang kinh ngoai nhu dwgc
quy dinh b&i nha san xuét ng DN/ID.

Céc két qua duoc lam tron 1&n dén 0,1 mm tiép theo.
7.2.4 Dwong kinh va kich thweée ndi cia ddu nong va diu khdng nong

7.2.41 Moi néi cé giodng lam kin dan héi dwec dit trong diu nong (dwge két hop véi éng
hodc phy ting Kiéu B)

Péi vé&i cac ong Kidu B, yéu cdu lién quan dén kich thude ddu nong va ddu khdng nong, Amn, 4p dung
quy dinh trong Bang 5.

Trong trwdng hgp cac kich thwée danh nghta khac véi cac kich thiede quy dinh trong Bang 5 dugrc lua
chon cho éng Kidu B, cac yéu chu lign quan dén kich thuéc dAu nong Awin phai dugc ndi suy tuyén tinh
tlr cac gid tri lién k& dwoc quy dinh trong Bang 5.

Di, min phdi b&ng v6i de, max.

i voi bng Kiéu B I6n hon DN/OD 630 va DN/ID 600 khi ching dugrc thiét ké cho mot dy an cy thé,
Anmin ©6 thé ngén hon so voi gia trj quy dinh trong Bang 5. Tuy nhign, né khang dugc nhd hon 85 mm.
Céc 6ng nay phai dugc ghi nhan 1a "DAU NONG NGAN".

7.2.4.2 Mbinél c6 giodng Iam kin dan hdi dwoc dit bén ngoai diu khéng nong
Amn clia d4u khdng nong phai phi hop voi Bang 5.

Trong trwdmg hop Iya chon cac kich thwde danh nghia khac véi cac kich thuwde dwee quy dinh trong
Bang 5, cac y&u cdu lién quan dén Amin phai dwgc ndi suy tuyén tinh tir cac gi4 trj lién k& dwoc quy
dinh trong Bang 5.

L1, min phdi dép rng nhur sau:
L1, min = Amin + F
Trong d6 F 13 khoang cach tir d4u khdng nong dén didm 1am kin hiéu dung. Xem Hinh 2.

CHU THICH  Nha san xuét nén quy dinh vj trl dét gioang Iam kin néu c6 nhidu hon mét kha nang.
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Déi v6i éng Kidu B 1én hon DN/OD 630 va DN/ID 600 khi ching dwgrc thiét ké cho mdt dir &n cy thé,
Amin €0 thé ngan hon so véi gid tri quy dinh trong Bang 5. Tuy nhién, nd khéng dwgc nhd hon 85 mm.
Céc 6ng nay phai dwgc ghi nhan 1a “DAU NONG NGAN".

7.25 Dj day thanh ong
7.25.1 Dé day thanh ciia ddu nong va yéu ciu thiét ké moi néi
7.25.1.1 Quy dinh chung

Ngoai yéu ciu do day thanh tdi thidu clia dau nong va dau khdng nong nhw quy dinh duwéi day, do
clrng vong ciia chilng, khi dugc xac dinh thee TCVN 8850 (ISO 9969), phai phu hop véi cdng thirc
sau:

Ssq + Sgp 2 SNﬁng

Péi véi phép thir ndy, cho phép st dyng céc phan thang cét ra tir dau nong va diu khdng nong tham
chf néu chiing khong phli hep voi cac yéu cdu chidu dai dwoc quy dinh trong TCVN 8850 (ISO 9969).

Péi voi cac kich thudc 2 500 mm d6 civng c6 thé dwoc tinh toan mién 1a ¢6 céc thong tin dang tin cay
lién quan dén mé dun E.

7.25.1.2 Dau khdng nong

Khi dau khéng nong c6 ciing thiét k& voi éng, ép dung cac yéu ciu do day thanh dbi v&i dng ¢ kich
thudc va két cau trong Gng.

Trong trirdng hop thiét ké dau khong nong tron déc, dd day thanh, e, phai phi hgp véi Bang 6. Cac gid
trj phai dugc tinh todn dén sé th4p phan thr hai va duqe 1am tron 1&n dén 0,1 mm tiép theo.

Béang 6 — Do diy thanh éng yéu céu tdi thidu cia ddu khdng nong tron dac

Kich thuée tinh bing milimét

Vat ligu Bwéng kinh ngoai Smin
de < 500 de/51 nhung khong nhd hon 3,2
PVC-U
de> 500 9.8
des < 500 de/41 nhung khéng nhd hon 3,4
PP -
de> 500 12,2
ds < 500 de/33 nhung khéng nhd hon 4,2
PE
de> 500 15,2

7.2.5.1.3 DAu nong tuin theo ISO 4435, ISO 8772 hodc ISO 8773

Khi d3u nong dugc thiét ké @& phu hop véi mat trong cAc tidu chudn duge néu & trén thi n6 phai dap
(rng cac yéu cu vé d day thanh cua tai liéu phu hop.
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7.2.5.1.4 Péu nong dweoc djnh hinh nhiét trén éng
Khi d&u nong dwgc dinh hinh nhigt trén dng hodc doan 6ng cac diéu sau duge cho phép:

- Déi v6i cac mbi ndi ¢b gioang 1am kin dwoc dit trong dau nong: gidm do day thanh dén 85 %
trong phéan try va dén 75 % trong viing ranh clia dau nong;

- DOi v6i cac mbi ndi cb gioang 1am kin dugc dat bén trén dng: gidam Go day thanh es va es dén
75 %.

Trong ¢4 hai trirdng hep nha san xuét quy dinh gia trj o day thanh chuan.
7.2.5.1.5 DAu nong khéc cé d9 cieng 2 4 kN/m?

Béi v6i ddu nong dugc thiét ké thanh két cAu, do day thanh e« va es phai phii hop véi cac yéu ciu
dugc néu trong Bang 5, khi ap dung.

7.2.5.1.6 Diu nong khéc c6 dd cling < 4 kN/m?
B9 day clia thanh bén trong clia d4u nong phai it nhat bang 1,5 x es nhur dwoc quy dinh trong Bang 5.
7.2.5.2 Phu ting dic phun

Do day thanh nhé nhét trong than phy ting dlc phun két cdu Kidu B, es ma, v&i DN/OD s 315 va
DN/ID s 300 phai bdng 2,0 mm. Déi vé&i cac kich c& In hon, d§ day thanh phai phil hop véi cac yéu
c&u cho eq, mn nhw duge quy dinh trong Bang 5.

Chigu cao két cAu, e, clia thanh than phy tiing ép phun c6 kich thurdrc 16n Gén 200 mm DN/OD va Ién
dén 200 mm va dudng kinh ngoai thye 18n dén 200 mm cia dng day DN/ID phai it nhét nhie quy djnh
d6i v6i emn trong (ing v&i PVC-U, PP va PE nhu sau:

— Day SDR 41 trong 1SO 4435;
- Day SDR 33 trong ISO 8773;
- Day SDR 26 trong I1SO 8772,

Trong trwdng ho'p phy ting day ID, viéc tinh todn phai dua trén dwéng kinh ngoai thue clia dng twong
rng.

Thiét ké méi ndi, bao gém kich thurérc dau nong va d4u khong nong, phai phii hop véi 7.2.5.1.

7.2.5.3 Phy tung gia céng

Bg day thanh cla than phy ting dugc gia cong tir dng phai phis hop véi cac yéu ciu clia éng twong
ng. Cho phép gidm d day thanh bang céach gia cdng nhung phai dap (ng cac yéu cau frong
Bang 16.

Thiét ké méi néi, bao gdm kich thuée dau nong va dau khong nong, phai phit hop véi 7.2.5.1.
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7.2.5.4 Phu tlng duc quay

Do day thanh nho nhat trong than cla phy fung dic quay, es. m, Phai bing 1,25 1an gia trj dwgc quy
dinh cho phu tting ép phun, dwgc lam trdn 1én 0,1 mm tiép theo.

Néu phy ting dic quay co dau nong valhodc dau khéng nong tron déc, do day thanh yéu cau tdi thiéu
e, 82 Va ea, co thé ap dung, phai bang 1,25 14n gia trj 14y ti 7.2.5.

Kich thwée ddu nong va dau khong nong phai phi hop véi 7.2.5.1.

7.3 Kiéu phu tiing

Céc kiéu phy ttng thugc pham vi tiéu chuan nay dwgc quy dinh trong TCVN 11821-1 (ISO 21138-1).

8 PDactinhvatly
8.1 Poly(vinyl clorua) khong héa déo (PVC-U)
8.1.1 Bic tinh vat ly cia ong PVC-U

Khi thie theo cac phuong phap thir dwgc quy dinh trong Bang 7, str dung céc théng sb duge chi dan,
éng phai cé cac dac tinh vat ly phit hgp véi chc yéu chu dwoc néu trong Bang 7.
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Béng 7 - Dac tinh vat Iy cia éng PVC-U

Dic tinh Yéu cdu Théng sé thir Phwong phap thi
Nhiét 46 héa mém| VST 279 °C Theo TCVN 6147-1 (ISO 2507-1) va | TCVN 6147-1 (ISO 2507-1) va
Vicat (VST) ® TCVN 6147-2 (ISO 2507-2) TCVN 6147-2 (1SO 2507-2)

D6 bén véi Khéng tén cang | Nhigt do th(r 15°C TCVN 7306 (ISO 9852)
diclometan ® Th&i gian ngam 30 min

Mai vat goc Khéng
P bldn nhigt — |Ong khong bi Nhiét 35 thiy (150 £ 2)°C | 1SO 12091

Phép thir ti s&y |tach I&p, ran nirt o

H ¢ | Th&i gian ngam mAu
hodc phong r9p © | e adivsi -
esBmm

- 30 min
e>8mm

60 min

® Khdng &p dung véi phan x8p clia ong. Néu e« nhd hon 1,8 mm phép thir phai dugre thyc hign trén mét
thanh duwgc dun tir vat liéu ndy. Phép thir gian tiép c6 thé dugc thye hién véi mau thir éng.

® Chi &p dyng dbi v&i bng c6 d day thanh e« > 3 mm. Cac thanh clia 6ng cudn xoén c6 thé dwgc thiv
trudre khi cubn.

©  Dai v&i 69 day thanh éng, e, phai lay d5 day thanh I&n nhét do dugre clia dng khéng bao gdm e.
Céc vét phdng trong phén két cAu xbp dwoc loai trir khéi yéu cdu nay.

8.1.2 Béc tinh vat ly cua phy ting PVC-U

Khi thtr theo cac phurong phap thir dugc quy dinh trong Bang 8, st dung cac théng sb dugc chi dinh,
phy ting phai c6 cac d3c tinh vat iy phit hop vé&i cac yéu cAu dugc ndu trong Bang 8.

Bang 8 - Bic tinh vat ly ctia phu tiing ddc phun PVC-U

Dic tinh Yéu cu Théng s thir Phwong phép thiv
Nhiét o héamém |VST=277°C | Theo TCVN 6147-1 (ISO 2507-1)va | TCVN 6147-1 (ISO 2507-1) va
Vicat (VST) ® TCVN 6147-2 (1SO 2507-2) TCVN 6147-2 (ISO 2507-2)
Anhhwongctia | ® Nhigt do thir (150 £ 2) °C TCVN 6242 (SO 580)

H 1 a
g nhigk Thoi gian gia Theo TCVN 6242 | Phwong phéap A, khdng khl
nhiét {1SO 580) ©

Ghi ap dyung ¢cho céc phuy tiing dc phun va cac by phan duc phun ddi véi phy tiing gia céng.

® 1) Trong khodng ban kinh bing 15 Ian d§ day thanh xung quanh (cac) diém phun, chidu sau céc vét
nirt, tach I&p hodic phdng rop khong vurgt qua 50 % do day thanh tai diém do.

2) Trong khoang céach béng 10 14n G day thanh tir cdng phun mang, chiéu sau cac vét nir, tach lop
hogic phéng rop khdng vuet qua 50 % dd day thanh tai diém do.

3) Trong khoang cach bang 10 Ian d§ day thanh tir cbng phun vong, chiu dai cac vét nit xuyén qua
loan b$ dd day thanh 6ng khéng vwet qua 50 % do day thanh tai diem do.

4) Trén dwdng han khéng dugc cé chd mér véi chidu sau qua 50 % db day thanh tai duwiéng han dé.

5) Tai tAt ca cac vi tri khac clia b8 mit, chidu sau cac vét nirt va tach 16p khéng dugrc vugt qua 30 % a9
day thanh tai diém d6. Phdng rdp xuét hién trong khoang chiu dai khéng duge vuot qua 10 I4n do
day thanh,

¢ BAivéiag day thanh, e, phai ldy d6 day thanh 16 nhét do dugc clia phy tiing, khéng bao gbm ex.
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8.2 Polypropylen (PP)

8.2.1 Dic tinh vat ly ctia 6ng PP

TCVN 11821-3:2017

Khi thtr theo cac phwong phéap thir dwgc quy dinh trong Bang 9, st dung céc théng s6 dugc chi dinh,
éng phai c6 cac dic tinh vat Iy phu hop véi cac yéu cAu dugce ndu trong Bang 9.

Bang 9 — Pic tinh vat Iy clia 6ng PP

Bic tinh Yéu ciu Théng sé thir Phuwong phap thie
P& bén nhidt — Phép | Ong khang bj tach | Nhiét do thir (150£2)°C | ISO 12091
thiv t0 sy I&p, ran nit hodc | Théi gian ngdm méu
pig 18p thiy # @6i véi :
s=bmm 30 min
855w 60 min

P4 véi dd day thanh, e, phai lay a6 dy thanh 1én nhét do duorc ciia dng, khdng bao gbm ec.

8.2.2 Pac tinh vt ly ctia phy tiung PP

Khi thiz theo cac phuong phép thir dwgc quy dinh trong Bang 10, s dyng céc thong sé dwec chi dinh,
phy tiing phai c6 cac déc tinh vat ly phil hop v6i cac yéu ciu duge néu trong Bang 10.

Bang 10 - Cac déac tinh vat ly clia céc bd phan dic phun PP

Dic tinh Yéu céu Théng s6 thir Phwong phép thir
Anhhuéngcia | ® Nhiét d6 thir (150  2) °C TCVN 6242 (1SO 580)
gl i Thoi gian gianhiét | Theo TCVN 6242 | Phuong phép A,

(SO 580) ¢ khong khi

@ Chi dp dung cho céc phy ting dic phun va cac bd phan dic phun déi véi phy tiing gia ¢ong.

® Chidu sau cla vét nir, tach I6p hodc phéng rép khéng dwoc viret qua 20 % d6 day thanh xung
quanh (cac) diém phun. Trén dwdmg han khong dugc co chd mé vt chidu sau qué 20 % d3 day thanh.

©  Péi voi A day thanh, e, phai l4y 6 day thanh Ién nhét do dwgc clia phy tiing, khéng bao gdm ec

83

Polyetylen (PE)

8.3.1 Péc tinh vat ly ctia 6ng PE

Khi thir theo cac phwong phap thtr dwoc quy dinh trong Bang 11, str dung cac théng sb dwoc chi dinh,
éng phai c6 c4c d4c tinh vat Iy phit hgp véi cac yéu cdu duoce néu trong Bang 11.
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Bang 11 - C4c déc tinh vat ly clia 6ng PE

Dic tinh Yéu cdu Théng s6 thir Phwong phép thip
D bén nhiét — Ong khéng bi tach | Nhiét do thi (110 £ 2)°C 1SO 12091
Phép thir ti sy | 1, ran nirt hodic Ths gian ngani mB
phéng rop ther * ddi voi.
es8mm 30 min
e>8mm 60 min
* _D6ivoi o day thanh, e, phdi lay d9 day thanh [é&n nhét do dugc clia bng, khong bao gém e,

8.3.2 Bdc tinh vat ly cta phy titng PE

Khi thir nghiém theo cac phwong phap thir duge quy dinh trong Bang 12, st dung cac thdng sb dugc
chi dinh, phu tdng phai c6 cac déc tinh vat ly phi hop véi cac yéu dwgc néu cu trong Bang 12.

Bang 12 - Cac dgc tinh vt Iy clia c4c b§ phén ép phun PE

Bic tinh Yéu cau Théng s thiv Tiéu chuan thir
Anhhudngcta | °® Nhiét a6 thir (110£2)°C | TCVN 6242 (ISO 580)
niigt a0 * Thai gian gia nhiét © khang khl

ddi voi

e<3mm 15 min
3mm<es10mm 30 min
10mm<e<20mm 60 min

@ Chi ép_&img cho céc phﬁag dic phun va cac by phan duc phun ddi vé&i phy ting gia cong.
b Chiu s4u cla vét nirt, tach Iop hodc phdng rop khéng dwoc vrgt qua 20 % do day thanh xung

quanh (c4c) Giém phun. Trén dwing han khong dugc cé chd md voi chidu sau qua 20 % do day
thanh,

© Déivoido day thanh, e, phai Iy dd day thanh Ién nhét do dwee cia phy tung, khdng bao gém ec.

8  Cac dactinh co hoc

9.1 DPic tinh co hoc cua dng

9.1.1 Quy djnh chung

Khi thir theo cac phwong phap thir dwge quy dinh trong Bang 13, st dung céc thong sé dwge chi dinh,
6ng phai c6 cac dic tinh co hoc phli hop vai cac yéu cAu dwgc néu trong Bang 13.

éng duwoc phan loai véi mt trong céc loai 6 cing vong danh nghia (SN) sau day:
— DN =500: SN 4, SN 8 hodc SN 16;
— DN >500: SN 2, SN 4, SN 8 hodc SN 16.

B6i v6i DN 2 500 d6 cing tai thidu dwoc nha san xudt cong bd cho mdt chi tiét, ndm gia cAc gi4 trj

SN nay chi cé thé st dung cho myc dich tinh to&n. Cac éng d6 phai dwgc phan loai va phan cép xubng
cép dd ctng thAp hon tiép theo.
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Pactinh | Yéucau Théng s0 thir Phwong phap thi
Pé ciing 2 SN twong | Tuén theo TCVN 8850 (ISO 9969) TCVN 8850
vong {ng_ (ISO 9969)
PDobénva | TIR<10% | Nhiét dg the (0x1)°C TCVN 6144
dép Mai trutrng didu hoa Nuwéc hogc khang khi (180 3127)

Kiéu qua thir va dap d 90
Khéi legng qua thir dbl véi ¢
dfm.max <100 mm 0,5 kg
100 mm < dimmax £ 125 mm 0.8kg
125 mm < dimmax S 160 mm 1,0kg
160 mm < djmmax S 200 mm 1,6 kg
200 mm < timmax S 250 mm 2,0kg
250 mm < din;max € 315 mm 2,5kg
315 mm < djmmax 3.2kg
Chidu cao roi qua thir d6i voi ®
d emmin S 110 mm 1 600 mm
d emmin> 110 mm 2 000 mm
Do dan hdi | Theo 9.1.2 | Léch dang 30 % EN 1446
vong @ 30 % cla | chidu dai mAu thir Phai chira it nhit
Com 5 gan/gan xodn °
Vi tri clia méu thir B3t dwong phén chia,
khi ap dug, & 0°, 45°
va 90° tir tam phia trén
Ty sb 4o PVC-U: TCVN 8849
rao <258 gi4 | Theo TCVN 8849 (ISO 9967) (ISO 99%67)
trj ngogi
suy 2 nam
PP va PE:
S4.0giatn
ngoai suy
2 ndm
B6 bén Theo 9.1.3 | Téc do di chuyén 15 mm/min EN 1979
kéo dudng
han 4
2 Tham khao dén demmin degc quy dinh.
® Chi 4p dyng v&i cc 6ng dang gan xodn.

9.1.2 B dan hoi vong

Khi thir theo phirong phép thir durge md ta trong Bang 16, st dung céc thdng s dugc chi dinh va kiem
tra bang mét thudng khéng phong dai, a) va b) phai thda man trong qué trinh thi:

a) Khang giam lyc do duwegrc;

b) Khéng xuét hién cac vét nirt tai bét ky bd phan nao cua két ciu thanh 6ng.

Twong ty, c) dén e) phai thda man sau khi thir:
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¢) Khéng co hign tuong tach Iép thanh éng ngoai trir su tach I6p cb thé co gitra Iép ngoai va lop
trong clia 6ng thanh hai I6p, xuét hién tai chd han thu nhé & dau mau thir; qué trinh ché tao thanh
vét ligu khac voi vat liéu cla 6ng khong phdi theo yéu ciu nay, xem Hinh 1;

d) Khéng xuét hién kiéu pha hiy khac trong mau thir;

e) Khéng co hién twgng odn ¢b dinh nado, xay ra theo hudng bat ky trén bd phan bét ky cia két chu

thanh éng bao gbm cé4c phén thip hon va phan loe.

9.1.3 D§ bén kéo dirt

Khi thir theo Bang 13, d bén kéo durt yéu céu téi thidu clia dwong han phai phit hop véi Bang 14.

Bang 14 - D bén kéo t6i thidu cia mdi han

Kich thuée danh nghia Lirc kéo nhé nhét
DN/ID hodc DN/OD N
DN s 375 380
400 < DN < 560 510
600 <DN s 710 760
DN 2 800 1020

9.1.4 Yéu clubd sung

Céc bng dugc dy kién st dyng tai cac khu vyc ma viéc lap @it duoc thyc hién & nhiét dd thap hon
- 10 °C phai phi hgp véi cac yéu cdu clia phép thlr va dap (phwrong phép béc thang) nhie quy dinh

trong Bang 15.
Bang 15— Phép thi tinh ndng [ép dat & nhiét d¢ thép
Dic tinh Yau cu Théng sé thi Phwong phap
thir
D6 bénva dap | H50 = 1 000 mm | Nhiét 40 didu hoa va thir | (-10£ 1)°C
(phwong phap | Khong v dwdi | nghiém
béc thang) 500 mm Loai qua nang deo ISO 11173:1994
Khdl legng roi ddi vor:
am,min <110 mm 4.0 kg
110 mm < demmin £ 125 mm | 5,0 kg
125 mm < demmin S 160 mm 6,25 kg
160 mm < demmin S 200 mm | 8,0 kg
200 mm < demmin €225 mm | 10,0 kg
225 mm < demmin 12,5 kg

—

® Tham khao den demmn durgc quy dinh,
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9.2  Cac dac tinh co hec cua phu tiing

Khi thix theo cac phwrong phap thir duwge quy dinh trong Bang 16, si dung céc théng sé dugc chi dinh,
phy tung phai cd cac déc tinh co hoc phi hep véi cac yéu cau duge néu trong Bang 16.

Phu tung phai dwoc phan loal véi mdt trong cac loai d§ cirng vong danh nghfa (SN) sau day:
— DN=500:SN 4, SN 8 hodc SN 16
—  DN>500: SN 2, SN 4, SN 8 hodc SN 16

CHU THICH D& véi DN 2 500 9 cleng t6i thidu duge nha san xuét cdng bd cho mét chi tiét, ndm gilra céc gia
tri SN nay chi c6 thé siz dung cho muc dich tinh toan,

Bang 16 — Cac dic tinh co hoc cuia phy ting

Dic tinh Yéu cau Théng so thir nghiém Phwong phép
thir
Dd cirng ® 2 SN tuong (rng | Tuan theo ISO 13967 1ISO 13967
Phép thir va | Khong nirt xuyén | Nhigt do thir 0°C EN 12061
dap qua thanh;
Eﬁbﬂ?‘%"rﬁ“é'ﬂ:‘é Chidu cao thir
dugcdua laivitri | de s 125mm 1000 mm
Gang bang ey de > 125 mm 500 mm
Vi tri va dap Miéng dau nong
D3 bédn co Khéng c6 diu HOAC EN 12256
ggﬁ ﬂg?f a5 ;Ir?a"'nt;lagf N1 Thoi gian thir 15 min
vathodc o rl M& men téi thidu déi voi -
de <125 mm 0,15[DNY'x10® kNm
do > 125 mm 0,01[DN] kNm
HOAC

D6 djch chuyén i thidu l 170 mm

3 Khi phu ting tuan theo tiéu chuin nay c6 két cu thanh giéng nhu 6ng tong (ng, @8 civng clia phy
tung, do két céu hinh hoc clia né, blng hogc Ién hon d6 cing clia éng. Phy tiing co thé dugc phan loai
theo cling cp do cirng nhi phén loai 6ng ma khéng can kidm tra dd clng vong.

®  Chl danh cho cac phy tiing gia céng dugc am tir nhidu hon mjt b phan (b§ phan gil giodng lam
kin khéng dugc coi [a mdt b§ phén) hodc khi d§ day thanh nho nhat clia than phu ting, esmn, nhd hon
(0,9%dem/51), (0,9xdem/4 1) hodc (0,9xdem/33) débl véi PVC, PP va PE tirong rng.

10  Yéu cau tinh ning

Khi thir theo cac phuong phap thtr dwgc quy dinh trong Bang 17, siv dung céc thong sé dugc chi dinh,
mbi nbi va hé théng phai c6 cac dic tinh phit hgp véi cac y&u clu dugc néu trong Bang 17.
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Bang 17 - Yéu cau tinh nang

Bic tinh Yéu ciu Théng sé thir nghiém Phwong phép thir

B kin cla méi Nhigt do (23%2)°C

"_f”é'amdk_'n Eglng Do vong dAu khong nong |10 % EN 1277,

gomigiemn P6 vong ddu nong 5% Didu kién B

Khongréri  Ap suét nwéc 5 kPa (0,05 bar)
Khangrd i Ap sudt nwéc 50 kPa (0,5 bar)
<-27kPa Ap suét khéng khi - 30 kPa (- 0,3 bar)
{- 0,27 bar)

Do kin cia méi Nhiét 4o (231 2)°C EN 1277,

“E‘" lam kin béng D6 vong méi nbi dbi véi: Bidu kién C

gioang dan hoi & SHIB R 2

315mm < de <630 mm 1,5°

de > 630 mm 10
Khéng rdrl | Ap suat nuéc 5 kPa (0,05 bar)
Khongro i |Ap suét nuwéc 50 kPa (0,5 bar)
<-27kPa Ap suat khéng khi - 30 kPa (- 0,3 bar)
(- 0,27 bar)

D¢ bén chju tail? V6i dm< 160 mm: theo EN 1437, Phuong phap A |EN 1437:2002,

ngoai két hop Phuong phap A,

vé&i chu ky nhigt nwéc néng va lanh

P Vé&i dm > 160 mm: theo EN 1437, Phuong phap B |EN 1437, Phuong

phap B, nudc néng |

Tinh nang dailAp sut &ng:|Nhigt a9 thir (23£2)°C EN 14741

han cla giodng|Gia tri ngoai

TPE suy cho 100

nam:
= 150 kPa
{1.5 bar)
Do kin nwoc®  |Khéng rori Ap suat nutc 50 kPa (0,5 bar) EN 1053
Théi gian 1 min

B9 bénkéo  |Khdngphd  [Lyc kéo dirt nho nhét Theo Bang 15 EN 19799

dirt ctia méi ndi [hdy mbi nbi

nung chay

hodc han

@ Ap dung céc yau chu sau:

- D9 bién dang theo chiéu thang ding: <9 %;

- D4 léch so véi sy ddng déu bé mat day: < 3 mm;

~Bén kinh day: 2 80 % gi4 trj ban diu;

- D9 md dudrng han: < 20 % d day thanh;

- D¢ kin & 35 kPa (0,35 bar)/15 min: Khong xuét hién rd ri.

b Chl 4p dyng v6i c&c bd phan tuan theo tiéu chudn nay véi DN/OD s 335 va DNAD < 300.

¢ Chi 4p dung véi cac phy tiing gia cong tir nhidu hon hai bd phan. Gioang Iam kin gén trong b phan
khéng dugc coi [a mt bd phén.

e Phép thir ndy 4p dyng cho tat ca cac két cau dng va phy ting dwoc ndi bing phwong phap han
ho3c nung chay. Cac mAu thir phai dwoc cét doc trong viing nung chay. Chiu dai clia mau thir phai
bao gém méi ndi cong thém mdt dogn & mdi dAu dii d& dam bao cb thé kep dwgc méu thir trong
may thir kéo.
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11 Ghi nhan
11.1 Quy dinh chung

Théng tin ghi nhan phai dwoc dan hodc in hodc dwa tryc tiép trén dng ho3ic phu tiing theo phurong
phép bAt ky sao cho sau khi luu kho, chiju thor tigt, xC Iy va I4p a&t, van duy tri dwec sy rd rang.

Viéc ghi nhan khong dwoc tao thanh cac vét nirt hodc cac loai khuyét tat khac gay anh hudng bét Igi
dén tinh néng clia 6ng hoac phy tlng.

11.2 Yéu ciu ghi nhin téi thidu

11.2.1 Gng

Ong phai dugc ghi nhan véi khodng téi da bing 2 m va it nhat mét Ian trén dng.
Yéu cAu ghi nhan téi thidu ciia dng phai phii hop v&i Bang 18.

Bang 18 - Yau céu ghi nhan t5i thiéu ctia 6ng

Théng tin Dau higu va ky higu
Sé hiéu tigu chuln TCVN 11821-3 (ISO 21138-3)

Day dwdng kinh, kich thwde danh nghta/dwdng kinh
trong t8i thiéu dwoc cong bd thye @ ddi voi:

Day DN/OD, ¢6 thé I4p |3n ® DN/OD 200/178 ©

D3y DN/OD , khong thé I4p 1an ® DN/OD 200/178 ¢

Day DN/ID DN/ID 180178 ©

Tén nha san xuét vafhodic throng higu A0

Cép d¢ cirng Vidy: SN8

Vit liéu PVC-U, PVC 4, PP hoic PE
Thang tin clia nha san xuét ¢

Tinh néng I4p @3t nhiét a6 thap # (Tinh thé bang)

Cép dung sai gin Cre

@ Khong bit budc ghi nhan dwing kinh trong trung binh nhd nhét thyrc, tuy nhién néu ghi nhan thi phidi
theo céch da chira.

b Trong trudng hop nay lap 1&n cé nghia la st dung dng vathodic phy ting tudn theo voi ISO 4435,
ISO 8772 hoac ISO 8873.

¢ Néumdt bo phan dwpc thiét ké cho ca day DN/OD va DN/ID thi mdt trong hai s& dwge ghi nhan

¢ PVC-U wu tién hon PVC

¢ Phai thd hién & dang con s8 16 rang hojc dang ma cd thdng tin c6 thé truy xuat ngudn gée nhu sau
— Thei gian san xuét nim va thang;

- Noi san xu4t néu nha san xuAt san xuét & cac noi khac nhau, qudc gia vashoac quéc té.

Viéc ghi nhan nay chi 4p dung cho éng ma thir nghiém da dwgc chimg minh phit hop voi 9.1.3.

s Chi 4p dung cho cac dng PP va PE ¢c6 diu khéng nong nhu quy dinh trong ISO 8772 hodc ISO 8773,
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11.2.2 Phuting

Yéu cAu ghi nhan téi thidu clia phy tung phai phis hop véi Bang 19.

Bang 19 - Yéu cau ghi nhan tdi thiéu cta phy ting

Noi dung Dau hiéu hodc ky hiéu

S0 higu tiéu chuan TCVN 11821-2 (IS0 21138-2)
Day dudng kinh, kich thwédc danh nghia/dwéng
kinh trong téi thidu dwoc cong bé thic * déi véi:

D4y DN/QD, cé thé hoan ddi nhau ® DN/OD 200/178 ¢

D&y DN/OD, khéng thé hon dbi nhau ® DN/OD 200/178 ¢

Day DN/ID DN/ID 200/198 ©
Tén nha san xuét va/hodc thwong higu XXX
Goc danh nghia Vidy: 45°
D6 cirng Vidy:SN 8
Vit ligu Hodc PVC-U, PVC ¢, PP hoac PE
Théng tin ctia nha san xuat °
Dung sai gan CT!

Khang bat bugc ghi nhan dwing kinh trong trung binh nhd nhat thye, tuy nhién néu ghi nhan thl
phai theo cach da chira.

®  Trong trudng hop ndy cb thé hoan ddi nghia 14 st dung véi dng varhodc phy ting tudn theo

1S0 4435, I1SO 8772 hodc 8773.

¢ Néu mét b phan dwoc thiét ké cho ca day DN/OD va DN/ID, phai ghi trén nhan mét trong hai gia
trj.

9 PVC-U vu tién hon |a PVC.

® Phai thé hién & dang con sd 16 rang hodc dang ma c6 théng tin co thé truy xuét ngudn géc nhur sau:
— Thai gian san xut ndm va thang;

— Noi san xuét néu nha san xut san xudt & cac noi khac nhau, quéc gia valhosc quéc t.

' Chi &p dung cho cac phy ting PP va PE c6 d4u khdng nong nhur quy dinh trong ISO 8772 hodc
ISO 8773.
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Phuluc A
(quy dinh)

Vat liéu PVC-U nguyén sinh

Vat liéu nguyén sinh phai la PVC-U, dugc bd sung thém cac chat phy gia can thiét dé tao thuan loi cho
qua trinh san xut cac chi tiét phil hop véi cac yéu ciu clia tiéu chuan nay.

Khi tinh to4n dua trén mot cong thirc da biét hodic, trong trrong hop tranh chép/chua biét cong thire,
xac djnh theo EN 1905, ham lwgng PVC-U phai phi hgp véi myc a) hodc muyc b) nhw sau.

a) Ham lugng PVC-U phai it nhét bang 80 % khéi luong ddi véi dng va 85 % khdi lugng doi véi phy
tang dic phun.

b) Cho phép gidm thém ham Iugng cia PVC-U (chi ddi voi dng) bang cach thay thé PVC-U béng
CaCQ; phi hep voi myc ¢) nhur sau.

¢) CaCOs c6 thé dwge sir dung véi Iép pha hodic khdng nhu sau:
— Thanh phén clia CaCOs, trudre khi phli néu cd, phai ap ng nhu sau:
— Ham lwong clia CaCOs 2 96 % theo khéi legng;
— Ham lwgng MgCOs < 4 % theo khéi luong;
— Téng ham Iwgng CaCO; va MgCOj3 2 98 % theo khéi luong.
— Céc tinh chét vét ly cla vat liu phai d4p ing nhw sau:
— Kich thwée hat trung binh D50 < 2,5 pm;

— Phén bb c& hat D98 < 20 pm.
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Phu luc B
(quy dinh)

S(r dung vt liéu PVC-U khéng nguyén sinh

B.1 Vatliéu tal ché va gia cong lai tir dng hodc phu tiing
CHU THICH  V&i myc dich clia phy lyc nay, thut ngr “6ng” co nghia 1 éng dugc dun ép va cac bd phan bit ky

clia phy tang gia cong dwoc [am tr mét dng dun. Thuat ngl “phu ting” nghia 13 phy ting dic phun va cac b
phén dic phun cia mét phy ting gia cang.

Buwgc phép siv dung nguyén liéu gia cdng lai sach tir cac bd phan phl hop véi tiéu chuén nay cla
chinh nha may dé sén xuét éng va phu tiing. Néu vat ligu phy tling dugc st dung d& san xuét éng thi
phai xem d6 13 vat lidu tai ché.

B.2 Vatlidu tai ché va gia cdng lai tir bén ngoai theo yéu ciu ki thuat dwec théa thuan
B.2.1Vét liéu tr 6ng va phy ting PVC-U

Vat liéu tai ché va gia cong lai tir bén ngoai theo yéu ciu ky thuat duwoc thda tudin tir bng va phy tling
PVC-U c6 sén v&i sb Igng va trong khoang théi gian thich hgp durgc phép str dung riéng hodc bd
sung vao vat liéu nguyén sinh, vat liéu gia cong lai clia nha may hoac hén hop clia hai loai vat liéu nay
trong qua trinh san xuét éng, mién Ia dap (g tat ca cac didu kién sau.

a) Yéu céu ky thuat déi véi tieng vat liéu phai duoc thoa thuan gidra nha cung cAp vt liéu tai ché
hodc vét ligu gia obng lai tlr bén ngoai véi nha san xudt 6ng va co quan chitng nhan néu cb thé.
Yéu chu nay phai bao gbm it nhét cac déc tinh tuan theo EN 15346, dugc néu trong Bang B.1.

b) Khi dugc xac dinh phiu hep véi cac phwong phép thi dwgce néu trong Bang B.1, cac gid trj thire
dbi véi cac d3c tinh nay phai phi hgp véi gia tri 3 dwoc thda thudn véi do léch cho phép phi hgp
v&i gid tri cho trong Bang B.1. '

Hé théng quan Iy chét lvgng clia nha cung cAp vt liéu tai ché hodc vat liéu gia cong lai tir bén
ngoai can phit hgp véi TCVN ISO 9002, Myc dich clia yéu cAu nay nhdm dam bdo nha san xuét
phai c6 trach nhiém y&u ciu va dam béo ring ké hoach chét Iwong phai phil hop hodc khang
dwgc kém nghiém ngét hon cac yéu cdu twong tng clia TCVN 1S 9001. Y&u ciu nay khdng can
thiét déi voi cac nha sén xuAt da dugc danh gia va chirng nhan phit hgp véi TCVN 1SO 9001.

¢) Ting don hang phai c6 mdt gidy chirng nhan tuan theo 3.1 clia EN 10204:2004 thd hign sy phl
hop véi yéu clu ky thust d4 dwgc thoa thudn.

d) Khi khéng cé gidy chirng nhan sy phi hep dwoc cung cip cling véi vat lidu tai ché hodc vét léu
gia cdng lai tir bén ngoai, nha san xuét phai tién hanh thix nghiém xac minh voi tat ¢ céc vat lidu
dé xac nhan sy phi hgp v&i cac yéu ciu nay.
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e) Luwong téi da vét ligu tai ché va/hodc vat ligu gia cng lai tir ngudn gbc bén ngoai di kién bd sung
phai dwgc quy dinh bi nha san xuét éng;

f) Luong vat liéu tai ché va/hodc vat liéu gia cdng lai tir bén ngoai dwoc bd sung thyc té trong mdi
loat san xuat phai dwoc ghi lai bdi nha san xuét éng;

g) Ham lugng PVC-U ctia san phdm cubi cling phai phii hop véi cac yéu cau duoc quy dinh trong

Phu luc A;

h) Phai tién hanh thr nghiém dién hinh trén san pham cudi cling véi lvgng dwoc quy dinh Ién nhét va
v&i tiing dang vat liéu tai ché hodc vat liéu gia cbng lai tir bén ngoai véi yéu cau ky thuat da thoa
thuan. Cac két qua chAp nhan dugc coi ld minh chiing vé s phil hop clia cac chi tiét cd chira vat
liéu tai ché hoac vat liéu gia cong lai tlr b&n ngoai véi ham lwgng nhé hon.

Bang B.1 - Yéu cau ky thuét clia cac déc tinh dwec quy dinh theo thoa thuan va
do léch cho phép téi da cua cac dic tinh

Bic tinh Phwong phéap the D4 1éch t6l da cho phép
Ham lwong PVC-U ? EN 1905 + 4 % phan khoi lwgng tuydt doi
GiatriK® EN 922 + 3 donvi

Khai lwgng riéng ®

TCVN 6039-1 (IS0 1183-1)

1 20 kg/m®

Nhiét dd héa mem Vicat

TCVN 6147-1 (ISO 2507-1) va
TCVN 6147-2 (ISO 2507-2) ho3c
ISO 308, Phurong phap B

+2°C

Kich c& hat va phan bd b ¢

Céc yéu ciu phai duoc théa thuan va néu trong yéu clu ky thuat. Cac
phuong phép thir tuan theo Phu luc D ¢ va E © ctia EN 15346.

Loai chét &n dinh &°

y&u clu kg thuat.

Céc yéu céu va phuong phép thir phai dwgc thda thudn va néu trong

Tap chat®

Dira vao ngudn vat liéu va quy trinh tai ché, cac yéu cau phai dwec théa
thuain va néu trong yéu cu ki thuat.
Phuong phép thir tuan theo Phu luc C clia EN 15346.

-]

@ Neu nguon vat lidu 1 6ng va phy ting dugc san xuat theo tidu chuln chét lwgng qubc gia hodc Chéu
Au, khéng yéu cau thir cac dic tinh vat liéu ndy néu yéu clu quy dinh bdi tidu chun chéat lvgng dé phi
hop véi yéu cAu duge néu trong bang nay. _
Céc yéu clu teong (rng tily thude vao quy trinh tai ché va san pham cudi cling.

©  Kich thudc hat khéng dugc lon hon 50 % d8 day thanh nhd nhat clia san phdm cudi cling.
¢ Chl ap dung cho cac hep chét (compound) PVC tai ché dwec nghidn vun,

°  Chl 4p dung cho PVC t4i ché duwrgc xay nho.

B.2.2 Vit ligu tir cic san pham PVC-U khac ngoai 6ng va phu tiing
V4t fiéu tai ché va gia cong lai tir bé&n ngodi ¢ yéu clu ky thuat dwee thda thuan tir san phdm PVC-U

khac &ng va phy ting khdng dwoc sir dung dé san xuét 6ng va phu ting pht hop véi tiéu chudn nay.
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B.3 Vatligu tai ché va gia céng lai tie bén ngoai khéng theo yéu cdu ki thuat dwoc théa thuan
B.3.1V3t ligu tir Ong va phu tiing PVC-U

Vat liéu tai ché va gia cong lai tir bén ngodi khdng theo yéu chu ky thuat duwgc thoa thuan tir dng va
phu tung PVC-U cé san véi sé Irgng va trong khoang thoi gian thich hop duge phép sir dung riéng

hoac bb sung vao vat liéu nguy@n sinh, vat liéu gia cong lai clia nha may hodc hdn hop cla hai loai vat
liéu ndy trong qua trinh san xuét éng, mién 14 dap (rng tAt ca céc diéu kién sau:

a) Khi vat ligu nhw vay dugc st dung, phai xem xét qua trinh san xuét cla it nhat mot 16 va phai
dugc kiém tra mot cach pht hop;

b) Nguyén lidu phai sach va kha.

¢) Lwong cho phép Ién nhét cla vat ligu tai ché va gia cong lai tir ngoai phai phu thudc vao sy chénh
léch gitra gia tri K cla vét ligu nguyén sinh va vat liéu tai ché cling nhw vt liéu gia cong lai tir bén
ngoai nhw sau:

— Néu chénh léch gi4 trj K nhd hon 4 don vj khi xac dinh theo EN 922, c6 thé bd sung 1én dén
10 % phén khéi lwong;

— Néu chénh l&ch gia tri K I&n hon 4 don vj hodic khdng xéc dinh dwoc, co thé bd sung Ién dén
5 % phan khéi lgng;

d) Lwong vat ligu tai ché va gia cdng lai tir bén ngoai dwoc bd sung thyc té cho mbi loat san xuét
phai dwgc ghi lai bai nha san xuét ng. '

B.3.2 Vit lidu tiv cac san pham PVC-U khong phai éng va phuy ting

Khéng sir dung vét ligu tai ché va/nodc gia cong fai tlr bén ngoai cla cac san phdm PVC-U khong phai
6ng va phy tung khdng c6 yéu ciu kg thuat dugc thda thuan d san xult 8ng va phy ting phi hop voi
tiéu chuén nay.
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Phuluc C
(quy dinh)

Vat liéu PP nguyén sinh

V4t liéu nguyén sinh phai 1a PP, dugc bd sung thém cac chét phy gia cin thiét dé tao thun lgi cho quéa
trinh san xuét cc chi tiét phit hop véi cAc yéu ciu clia tidu chun nay. Canxi cachonat (CaCO;) dugc

phti phi hop vé&i b), hodc bdt talc phi hop véi c), cb thé duge bd sung nhir chét bién tinh khoang véi
cAc digu kién sau.

Khi tinh to&n dira trén mot cong thire da biét hodc, trong treong hop tranh chap/chuwa biét cong thirc,
xac dinh theo ISO 3451-1, ham Iwgng PP phai phl hop véi muc a) nhw sau.

a) Dbi véi cac lop don va I6p bén ngoai clia dng Kidu B, ham lwong PP phai it nhat bang 75 % khéi
lwong dbi véi dng va 80 % khéi lwong déi véi phu tiing dic phun.

b) Yéu cau ky thuat déi voi CaCOs:
— Thanh phén clia CaCOs, trirére khi phli néu ¢, phai dap (ng nhu sau:
— Ham legng clia CaCOs 2 96 % theo khdi lvgng;
— Ham lwgng MgCOs < 4 % theo khéi lwgng;
— Téng ham lwgng CaCO; va MgCO; 2 98 % theo khéi lwgng.
— Céc tinh chét vat Iy clia vat liu phai d4p &ng nhu sau:
— Kich thwée hat trung binh D50 < 2,5 pm;
— Phan bb c& hat D98 < 20 pm.
c) Yéu clu ky thuat ddi véi bot tale:
Ham Igng magié silicat, MgaSisO1o(OHz) phai it nhat bing 97 % phan khdi lvgng;
— Tinh chét vat ly clia bét talc phai phi hep nhw sau:
— Kich thuwéce hat trung binh, DS0 < 7 pm;

-— Phén bb c& hat D98 < 30 pm.
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Phu luc D
(quy dinh)

Str dung vat liéu PP khéng nguyén sinh

D.1  Vatlidu tai ché va gia cong lal tir dng hodic phu ting

CHU THICH Vi myc dich cla phy lyc ndy, thut ngir “6ng” ¢6 nghia la éng duc dun ép va cac bd phan bat ky
cla phy ting gia cong duwoc lam tir mot dng dun. Thuat nglr “phy ting” nghta Ia phy ting dic phun va cac b
phén duc phun ctia mgt phy ting gia cong.

Bugc phép st dung nguyén liéu gia cbng lai sach tir cac bd phan phu hgp véi tiéu chudn nay cla
chinh nha may dé san xuét 6ng va phu ting.

D.2 Vatliéu tai ché va quay vong tir bén ngoai theo yéu ciu k¥ thuat dwgc thoa thuan
D.2.1V4t liéu tir 6ng va phy ting PP.

V4t ligu tai ché va gia ¢bng lai tir bén ngoai theo yéu cAu k§ thust dugc thda tuan tir dng va phy ting
PP cb sén véi sb lugng va trong khodng thei gian thich hop dugc phép s dyng riéng hodc bd sung
vao vét liéu nguyén sinh, vat liéu gia cong lai cia nha may hoac hén hep clia hai loai vét liéu nay trong
qué trinh san xuét éng (va phu tiing twong (ng), mién 13 d4p (g tit ¢ cac didu kién sau.

c) Yéu chu k§ thu&t dbi v&i tirng vat liéu phai dwoc thda thudn gilra nha cung cép vat liéu tai ché
hodc vat ligu gia cdng lai tl bén ngoai v&i nha san xuét éng va co quan chirng nhan néu co thé.
Yéu cAu nay phai bao gdm it nhét cac dic tinh tuan theo EN 15346, dugc néu trong Bang D.1.

d) Khi dwge xac dinh phu hgp véi cac phwong phép thlr dwge néu trong Bang D.1, cac gia trj thuc
d6i voi cac dic tinh nay phai phit hop vai gia trj @3 dwgc thda thudn véi do léch cho phép phi hep
v&i gié tri cho trong Bang D.1.

Hé théng quan Iy chét lugong cla nha cung clp vat ligu tai ché hodc vat lidu gia cdng lai tir bén
ngoai cin phil hop voi TCVN 1SO 9002. Myc dich clia yéu cu ndy nhdm dam bdo nha san xuét
phai cb trach nhiém yéu ciu va dam bdo rdng ké hoach chét legng phai phi hop hodc khang
duoc kém nghiém ngat hon cac yéu cau twong &ng ctia TCVN ISO 9001. Yéu cau nay khdng can
thiét ddi véi cac nha san xudt da dwoc danh gia va chirng nhan phu hop véi TCVN 1SO 9001.

¢) Timg don hang phai c6 mot gidy chirng nhan tuin theo 3.1 ctia EN 10204:2004 th& hién sy phi
hep véi yéu cau ki thuat da dugce thda thuan.

d) Khi khdng cé gidy chirng nhan sy pht hep dwgc cung cép cng voi vat liéu tai ché hodc vat 18u
gia cdng lai tir bén ngoai, nha san xuét phai tién hanh thir nghiém xac minh voi tAt ca cac vat liéu
@& xac nhan sy ph hop véi cac yéu céu nay.
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